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610 Willow Street

P.0. Box 1453

Harrisburg, PA 17105-1453

Telephona: (717) 238-8331
. Telex: 84-2321

Fax: {717) 238-4843

= | 3 fudow § Yelheath & Som, e

i:: x ABALYTICAL AND CONSULTING CHEMISTS

Analysis Report

January 5, 2004
Commodity Name: Zinc’
Form of Material: Slabs
Sample Number (ID): SOM-09
Brand: Della Campine
Grade: PW _
Location: Somerville, New Jersey
Sampling Dates: December 22, 23, 2003
Analysis Date: January 5, 2004

_Contract Number:

SP0O833-03-C-0048

Dried at 105°C

Lead (Pbl) 1.29%
Iron (Fe4) 0.030%
Cadmium (Cd2) 0.102%
Aluminum (Al2) <0.002%
Copper (Cu2) ~ 0.006%
Tin (Sn1l) 0.009%
Total Non Zinc 1.44%
Zinc - by difference 98.56%
() Method Code
Lab #03122905
Yours very truly,

ANDREW S. McCREATH & SON, INC.
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This report cannot be reproduced except in its entirety.




Commodity Name:
Form of Material:
Sample Number (ID):
Brand:

Grade:

Location:

Sampling Date:
Analysis Date:
_Contract Number:

Lead (Pbl)

Iron (Fe4)
Cadmium (Cd2)
Aluminum (Al2)
Copper (Cu2)

Tin (Snl)

Total Non Zinc
Zinc - by difference

< - less than
() Method Code
Lab #04082704

5 Mm 8. Melresth & Son, Je.

ANALYTICAL AND CONSULTING CHEMISTS

610 Willow Street

P.0. Box 1453

Harrishurg, PA 17105-1453
Telephone: (717} 238-9331
Telex: 84-2321

Fax: (717) 238-4843

Analysis Report

September 1, 2004

Zinc

Slabs

Scotia-01

Nippon Soda

HG '

Scotia, New York
August 2 - 20, 2004
September 1, 2004
SP0O833-03-C-0048

Dried at 105°C

0.037%
0.012%
0.015%
<0.002%
0.003%
<0.001%
0.067%
99.93%

Yours very miljf,

ANDREW S. McCREATH & SON, INC.
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‘This report cannot be reproduced except in its entirety.




L tudew 8 Woloeath & Sow, e

ANALYTICAL AND CONSULTING CHEMISTS

Commodity Name:
Form of Material:
Sample Number (ID):
Brand: '
Grade:

Location:

Sampling Dates:
Analysis Date:
Contract Number:

Lead (Pbl)

Iron (Fed)
Cadmium (Cd2)
Aluminum (Al2)
Copper (Cu2)

Tin (Snl)

Total Non Zinc
Zinc - by difference

() Method Code
Lab #03111803

610 Willow Street

P.0. Box 1453

Harrisburg, PA 17105-1453
Telephone: (717) 238-9331
Telex: B4-2321

Fax: (717) 238-4843

Analysis Report
December 5, 2003

Zinc

Slabs

MAR-01

Eagle Picher

PW '

Marietta, Pennsylvania
November 12, 17, 2003
December 1, 2003
SPO833-03-C-0048

Dried at 105°C

0.353%
0.008%
0.096%
<0.002%
<0.002%
<0.001%
0.457%
99.54%

Yours very truly,

ANDREW S. McCREATH ‘& SON, INC.
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This report cannot be reproduced except in its entirety.




| L fudow § Yelpeath & S, /m

Iy

Commodity Name:
Form of Material:
Sample Number (ID):
Brand:;

Grade:

Location:

Sampling Date:
Analysis Date:
Contract Number:

Lead (Pbl)

Iron (Fe4)
Cadmium (Cd2)
Aluminum {Al2)
Copper (Cu2)

Tin {Sni)

Total Non Zinc
Zinc:- by difference

< - less than _
() Method Code
Lab #04083106

610 Willow Street

P.0. Box 1453

Harrisburg, PA 17105-1453
Teiephone: {717) 238-9331
Telex: 84-2321

Fax: (717) 238-4843

ANALYTICAL AND CONSULTING CHEMISTS

Analysis Report '
September 13, 2004

Zinc

Slabs

MAR-07

St. Joe

PW :

Marietta, Perinsylvania
August 26, 27, 2004
September 13, 2004
SP0833-03-C-0048

Dried at 105°C

0.014%
0.013%
0.002%
<0.002%
<0.002%
<0.001%
0.029%
99.97%

Yours very Vtruly,

ANDREW S. McCREATH & SON, INC.
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This report cannot be reproduced except in its entirety.




610 Willow Street

P.0. Box 1453

Harrisburg, PA 17105-1453
Telephone: (717) 238-9331
Telex: 84-2321

Fax: (717) 238-4843

Mmd’ Welreath & Som, Jre.

{ ,-
(5 & ANALYTICAL AND CONSULTING CHEMISTS

Analysis Report
September 1, 2004

Commuodity Name: Zinc
Form of Material: Slabs
Sample Number (ID): Scotia-02
Brand: Sapez
Grade: HG
Location: Scotia, New York
Sampling Date: August 2 - 20, 2004
Analysis Date: September 1, 2004
Contract Number: SPO833-03-C-0048
Dried at 105°C
Lead (Pbl) 0.019%
Iron (Fe4) <0.002%
Cadmium (Cd2) <0.002%
Aluminum (Al2) <0.002%
Copper (Cu2) : <0.002%
Tin (Snl) <0.001%
Total Non Zinc 0.019%
Zinc - by difference 99.98%
< - less than
() Method Code
Lab #04082703

Yours very truly,

ANDREW S. McCREATH & SON, INC.
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This report cannot be reproduced except in its entirety.




_ Mm 8, Metreath & So, Ine.

Commodity Name:
" Form of Material:

Sample Number (ID):

Brand:

Grade:

Location:
Sampling Date:
Analysis Date:
Contract Number:

Lead (Pb1)
Iron (Fe4)

Cadmium (Cd2)
Aluminum (Al2}

Copper (Cu2)
Tin (Snl)

Total Non Zinc
Zinc - by difference

< - Jess than
()} Method Cede
Lab #04051801

ANALYTICAL AND CDNSUL‘HNG CHEMISTS

Analysis Report
May 24, 2004

Zinc

Slabs

Voor-06

National Lead

HG

Voorheesville, New York
March 31 - May 14, 2004
May 24, 2004
SPO833-03-C-0048

Dried at 105°C

0.016%
<0.002%

0.006%
<0.002%
<(0.002%
<0.001%

0.022%
99.98%

610 Willow Street

P.0. Box 1453

Harrisburg, PA 17105-1453
Telephone: (717) 238-9331
Telex: 84-2321

Fax: (717) 236-4843

Yours very truly,

ANDREW S. McCREATH & SON, INC.
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Thiis report cannot be reproduced except in its entirety.




. L futrew 5, Melreath & 5w, e

& ANALYTICAL AND CONSULTING CHEMISTS

Commodity Name:
Form of Material:
Sample Number (ID):
Brand:

Grade:

Location:

Sampling Date:
Analysis Date:
Contract Number:

Lead (Pbl)

Iron (Fe4)
Cadmium (Cd2)
Aluminum (Al2)
Copper (Cu2)

Tin (Snl)

Total Non Zinc
Zinc - by difference

< - less than
() Method Code
Lab #04083001

610 Willow Street

. P.0. Box 1453
Harrisburg, PA 17105-1453
Telephone: {717) 238-9331
Telex: 84-2321
Fax: (717) 238-4843

Analysis Report
September 1, 2004

Zinc

Slabs

Voor-07

Anaconda

HG

Voorheesville, New York
August 2 - 20, 2004
September 1, 2004
SPO833-03-C-0048

Dried at 105°C

0.017%
0.004%
0.005%
<0.002%
<0.002%
<0.001%
0.026%
99.97%

Yours very truly,

ANDREW S. McCREATH & SON, INC.
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This report cannot be reproduced except in its entirety.
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Commeodity Name:
Form of Material:
Sample Number (ID):
Brand:

Grade:

Location:

Sampling Dates:

Analysis Date:
Contract Number:

Lead (PbI)

Iron (Fe4)
Cadmium (Cd2)
Aluminum (Al2)
Copper (Cu2)

Tin (Snl)

Total Non Zinc
Zinc - by difference

() Method Code
Lab #04011201

AHALYT!BAI. AND CONSULTING CHEM!S?S

610 Willow Street

" Telex; 84-2321
Fax: (717) 238-4843

Avdrew 8, Yolreath & Son, le. | i, 71 15

Analysis Report
January 19, 2004

Zinc

Slabs

MAR-06

Anaconda

HG

Marietta, Pennsylvania
December 1, 2, 3, 4, 2003,
January 5, 6, 7, 2004
January 19, 2004
SP0O833-03-C-0048

Dried at 105°C

0.011%
<0.002%

0.005%
<0.002%
<0.002%
<0.001%

0.016%
99.98%

] " Yours very truly,

ANDREW S MCCREATH & SON, INC.
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This report cannot be reproduced except in its entirety.
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Commodity Name:
Form. of Material:
Sample Number (ID):
Brand: :

Grade:

Location:

Sampling Date:
Analysis Date:
Contract Number:

Lead (Pbl)
Iron (Fe4)
Cadmium (Cd2)

~ Aluminum (Al2)
Copper (Cu2)
Tin (Snl)
Total Non Zinc
Zinc - by difference

< - less 'phan
() Method Code
Lab #04_040503

Mm 5. Metraath & Som, /M.

ANALYTICAL AND CONSULTING CHEMISTS

Analysis Report
April 8, 2004

Zinc

Slabs

Voor-04

St. Joe

HG .
Voorheesville, New York
March 29, 2004

April 8, 2004
SP0O833-03-C-0048

610 Willow Street

P.0. Box 1453

Harrisburg, PA 17105-1453
Telephone: {717) 238-8331

Telex: 84-2321
- TFaw (717) 238-4843

" Dried a6105°C -

0.18%
0.011%
0.004%
<0.002%
0.002%
0.002%
0.199%
99.80%

Yours very truly,

ANDREW S: McCREATH & SON, INC.

This report cannot be reproduced except in its entirety.




